


APPENDIX K

Existing Bridge
Condition Photographs



BRIDGE INSPECTION REPORT SHEET 1 OF 7

Location:

Pier 1, South West Panel

Looking Up & East.

Description:

Map Cracking with

Efflorescence & Rusted

Rebars

Reference:

Location:

Pier 3 South East Panel

& Bracket

Looking West & Up.

Description:

Side Water Leak with Heavy

Efflorescence & Deck
Map Cracking at Top

of Bracket

Reference:

Photo No.: 2
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BIN #'s:3348779 & 3348789



BRIDGE INSPECTION REPORT SHEET 2 OF 7

Location:
Joint between Pier 3

& Pier 4

Looking Up & South

Description:

Spalled Concrete with

Exposed Rebars &

Efflorescence Along
the Joint

Reference:

Location:

Pier 1, South West Panel

& Brackets

Looking East

Description:

Map Cracking at Bracket.

Minor Efflorescence on

Upper Portion of Pier Stem

Reference:

Photo No.: 4
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Photo No.: 3
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BIN #'s:3348779 & 3348789



BRIDGE INSPECTION REPORT SHEET 3 OF 7

Location:

Pier 8 South East Bracket

Looking Up & South

Description:

Horizontal Cracks along

Bracket with Efflorescence

Reference:

Location:

Joint Between Pier 1 & 2

Looking Up & South

Description:

Large Spall with Exposed,

Corroded Rebar on Edge
Beam along Joint

Reference:

Photo No.: 6
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Photo No.: 5
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BIN #'s:3348779 & 3348789



BRIDGE INSPECTION REPORT SHEET 4 OF 7

Location:

Joint between Pier 2 & Pier 3

Looking Up & West

Description:

Built Up Efflorescence along

Frozen Joint,

Large Spall with
Exposed Rebars

Reference:

Location:

Pier 4 Bracket, Looking Up

& South

Description:

Large Area of Map Cracking

with Efflorescence

Reference:

Photo No.: 8
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Photo No.: 7
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BIN #'s:3348779 & 3348789



BRIDGE INSPECTION REPORT SHEET 5 OF 7

Location:

Pier 7, West Edge Beam

Looking West

Description:

Large Spalled Area of Edge

Beam

Reference:

Location:

Pier 4, Looking Up & West

Description:

Repair to South East Deck

Panel

Reference:

Photo No.: 9
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BIN #'s:3348779 & 3348789

Photo No.: 10
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